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Fig. Harmful ions like uranyl are exchanged for harmless ions like hydrogen or 
sodium cations. 

Our device operates using ion exchange, which uses small, 
porous beads of polymer resin with ionic leaving groups.  
Specially designed resins have a greater affinity for specific ions 
and it is this high selectivity that makes ion exchange ideal for 
our purpose.

Contaminated water is drawn up from the site into the tank 
and is then cycled through a packed column filled with XAD-4 
resin beads that adsorb uranyl and other contaminant ions. 
Once purified, the resin can be regenerated and the 
concentrated uranyl stream can be collected.

Active Water Treatment’s mission in the Navajo Nation is to remedy 
substandard living conditions by removing the radioactive heavy 

metal contaminants from local sources of water. 

Since the 1940s, decades of irresponsible uranium mining within 
the Navajo Nation caused natural uranium-containing minerals 
to pollute the nearby sources of water. The Navajo people have 
consumed this contaminated water for generations, resulting in 
alarming trends in hereditary illnesses and birth defects within 
the population.

Fig. Abandoned uranium mine locations in 
the Navajo Nation.

We assume steady-state laminar flow, treating couplings as 
slightly rounded reentrants or expansions, and consider the tank 
as a large reservoir.

We plan to do further testing with other heavy metal ions 
beyond zinc. We can then optimize design parameters such as 
flow rate, column geometry, and material properties by 
adjusting the components of the mechanical build. 

Our current roadmap outlines the steps that we will take to 
bring a fully functional prototype to the Navajo Nation by the 
spring of 2020. Results from on-site testing may give insight to 
further optimization and possible automation of the device. 
Finally, engineers from the Navajo EPA can be trained to operate 
and maintain the device.

We adjust flow and material parameters to maximize rate of 
adsorption while minimizing likelihood of pipe and column 
cavitation using the Extended Bernoulli Equation to estimate and 
minimize pressure drops.

Fig. Contaminated water source 
locations in the Navajo Nation

The conductivity of a solution bears a strong correlation with the 
total concentration of dissolved ions. We can calibrate this 
relationship to determine even ultratrace concentrations of 
dissolved uranyl, which we can then employ to track 
concentration as the device runs water through. 

Fig. A linear fit of the concentration of a solution with 
respect to the reading of our conductivity probe.

Contaminated soil from 540+ abandoned uranium mines are 
slowly being excavated, but 240+ water sites need to be treated 
in a timely manner to prevent the propagation of illnesses. The 
scale and urgency of the situation rule out more conventional 
water treatment methods, making for a challenging engineering 
problem.

Fig. Taking conductivity measurements 
with known concentrations.


